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Pipeline and Hazardous Materials Safety Administration, DOT § 192.925 

the identified threats of external corro-
sion (ECDA), internal corrosion 
(ICDA), and stress corrosion cracking 
(SCCDA). 

(b) Primary method. An operator using 
direct assessment as a primary assess-
ment method must have a plan that 
complies with the requirements in— 

(1) ASME/ANSI B31.8S (incorporated 
by reference, see § 192.7), section 6.4; 
NACE SP0502–2008 (incorporated by ref-
erence, see § 192.7); and § 192.925 if ad-
dressing external corrosion (ECDA). 

(2) ASME/ANSI B31.8S, section 6.4 
and appendix B2, and § 192.927 if ad-
dressing internal corrosion (ICDA). 

(3) ASME/ANSI B31.8S, appendix A3, 
and § 192.929 if addressing stress corro-
sion cracking (SCCDA). 

(c) Supplemental method. An operator 
using direct assessment as a supple-
mental assessment method for any ap-
plicable threat must have a plan that 
follows the requirements for confirm-
atory direct assessment in § 192.931. 

[68 FR 69817, Dec. 15, 2003, as amended by 
Amdt. 192–114, 75 FR 48604, Aug. 11, 2010] 

§ 192.925 What are the requirements 
for using External Corrosion Direct 
Assessment (ECDA)? 

(a) Definition. ECDA is a four-step 
process that combines preassessment, 
indirect inspection, direct examina-
tion, and post assessment to evaluate 
the threat of external corrosion to the 
integrity of a pipeline. 

(b) General requirements. An operator 
that uses direct assessment to assess 
the threat of external corrosion must 
follow the requirements in this section, 
in ASME/ANSI B31.8S (incorporated by 
reference, see § 192.7), section 6.4, and in 
NACE SP0502–2008 (incorporated by ref-
erence, see § 192.7). An operator must 
develop and implement a direct assess-
ment plan that has procedures address-
ing preassessment, indirect examina-
tion, direct examination, and post-as-
sessment. If the ECDA detects pipeline 
coating damage, the operator must 
also integrate the data from the ECDA 
with other information from the data 
integration (§ 192.917(b)) to evaluate the 
covered segment for the threat of third 
party damage, and to address the 
threat as required by § 192.917(e)(1). 

(1) Preassessment. In addition to the 
requirements in ASME/ANSI B31.8S 

section 6.4 and NACE SP0502–2008, sec-
tion 3, the plan’s procedures for 
preassessment must include— 

(i) Provisions for applying more re-
strictive criteria when conducting 
ECDA for the first time on a covered 
segment; and 

(ii) The basis on which an operator 
selects at least two different, but com-
plementary indirect assessment tools 
to assess each ECDA Region. If an op-
erator utilizes an indirect inspection 
method that is not discussed in Appen-
dix A of NACE SP0502–2008, the oper-
ator must demonstrate the applica-
bility, validation basis, equipment 
used, application procedure, and utili-
zation of data for the inspection meth-
od. 

(2) Indirect examination. In addition to 
the requirements in ASME/ANSI B31.8S 
section 6.4 and NACE SP0502–2008, sec-
tion 4, the plan’s procedures for indi-
rect examination of the ECDA regions 
must include— 

(i) Provisions for applying more re-
strictive criteria when conducting 
ECDA for the first time on a covered 
segment; 

(ii) Criteria for identifying and docu-
menting those indications that must be 
considered for excavation and direct 
examination. Minimum identification 
criteria include the known sensitivities 
of assessment tools, the procedures for 
using each tool, and the approach to be 
used for decreasing the physical spac-
ing of indirect assessment tool read-
ings when the presence of a defect is 
suspected; 

(iii) Criteria for defining the urgency 
of excavation and direct examination 
of each indication identified during the 
indirect examination. These criteria 
must specify how an operator will de-
fine the urgency of excavating the indi-
cation as immediate, scheduled or 
monitored; and 

(iv) Criteria for scheduling exca-
vation of indications for each urgency 
level. 

(3) Direct examination. In addition to 
the requirements in ASME/ANSI B31.8S 
section 6.4 and NACE SP0502–2008, sec-
tion 5, the plan’s procedures for direct 
examination of indications from the in-
direct examination must include— 

(i) Provisions for applying more re-
strictive criteria when conducting 
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ECDA for the first time on a covered 
segment; 

(ii) Criteria for deciding what action 
should be taken if either: 

(A) Corrosion defects are discovered 
that exceed allowable limits (Section 
5.5.2.2 of NACE SP0502–2008), or 

(B) Root cause analysis reveals con-
ditions for which ECDA is not suitable 
(Section 5.6.2 of NACE SP0502–2008); 

(iii) Criteria and notification proce-
dures for any changes in the ECDA 
Plan, including changes that affect the 
severity classification, the priority of 
direct examination, and the time frame 
for direct examination of indications; 
and 

(iv) Criteria that describe how and on 
what basis an operator will reclassify 
and reprioritize any of the provisions 
that are specified in section 5.9 of 
NACE SP0502–2008. 

(4) Post assessment and continuing 
evaluation. In addition to the require-
ments in ASME/ANSI B31.8S section 6.4 
and NACE SP0502–2008, section 6, the 
plan’s procedures for post assessment 
of the effectiveness of the ECDA proc-
ess must include— 

(i) Measures for evaluating the long- 
term effectiveness of ECDA in address-
ing external corrosion in covered seg-
ments; and 

(ii) Criteria for evaluating whether 
conditions discovered by direct exam-
ination of indications in each ECDA re-
gion indicate a need for reassessment 
of the covered segment at an interval 
less than that specified in § 192.939. (See 
Appendix D of NACE SP0502–2008.) 

[68 FR 69817, Dec. 15, 2003, as amended by 
Amdt. 192–95, 69 FR 29904, May 26, 2004; Amdt. 
192–114, 75 FR 48604, Aug. 11, 2010] 

§ 192.927 What are the requirements 
for using Internal Corrosion Direct 
Assessment (ICDA)? 

(a) Definition. Internal Corrosion Di-
rect Assessment (ICDA) is a process an 
operator uses to identify areas along 
the pipeline where fluid or other elec-
trolyte introduced during normal oper-
ation or by an upset condition may re-
side, and then focuses direct examina-
tion on the locations in covered seg-
ments where internal corrosion is most 
likely to exist. The process identifies 
the potential for internal corrosion 
caused by microorganisms, or fluid 

with CO2, O2, hydrogen sulfide or other 
contaminants present in the gas. 

(b) General requirements. An operator 
using direct assessment as an assess-
ment method to address internal corro-
sion in a covered pipeline segment 
must follow the requirements in this 
section and in ASME/ANSI B31.8S (in-
corporated by reference, see § 192.7), sec-
tion 6.4 and appendix B2. The ICDA 
process described in this section ap-
plies only for a segment of pipe trans-
porting nominally dry natural gas, and 
not for a segment with electrolyte 
nominally present in the gas stream. If 
an operator uses ICDA to assess a cov-
ered segment operating with electro-
lyte present in the gas stream, the op-
erator must develop a plan that dem-
onstrates how it will conduct ICDA in 
the segment to effectively address in-
ternal corrosion, and must provide no-
tification in accordance with § 192.921 
(a)(4) or § 192.937(c)(4). 

(c) The ICDA plan. An operator must 
develop and follow an ICDA plan that 
provides for preassessment, identifica-
tion of ICDA regions and excavation lo-
cations, detailed examination of pipe 
at excavation locations, and post-as-
sessment evaluation and monitoring. 

(1) Preassessment. In the preassess- 
ment stage, an operator must gather 
and integrate data and information 
needed to evaluate the feasibility of 
ICDA for the covered segment, and to 
support use of a model to identify the 
locations along the pipe segment where 
electrolyte may accumulate, to iden-
tify ICDA regions, and to identify areas 
within the covered segment where liq-
uids may potentially be entrained. This 
data and information includes, but is 
not limited to— 

(i) All data elements listed in appen-
dix A2 of ASME/ANSI B31.8S; 

(ii) Information needed to support 
use of a model that an operator must 
use to identify areas along the pipeline 
where internal corrosion is most likely 
to occur. (See paragraph (a) of this sec-
tion.) This information, includes, but is 
not limited to, location of all gas input 
and withdrawal points on the line; lo-
cation of all low points on covered seg-
ments such as sags, drips, inclines, 
valves, manifolds, dead-legs, and traps; 
the elevation profile of the pipeline in 
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