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APPENDIX A TO PART 173 [RESERVED] 

APPENDIX B TO PART 173—PROCEDURE 
FOR TESTING CHEMICAL COMPAT-
IBILITY AND RATE OF PERMEATION IN 
PLASTIC PACKAGING AND RECEP-
TACLES 

1. The purpose of this procedure is to deter-
mine the chemical compatibility and perme-
ability of liquid hazardous materials pack-
aged in plastic packaging and receptacles. 
Alternatives for this procedure are permitted 
as specified in § 173.24(e)(3)(iii) of this sub-
chapter. 

2. Compatibility and rate of permeation 
are determined by subjecting full size plastic 
containers (or smaller containers as per-
mitted in paragraph 4 of this appendix) and 
hazardous material lading to one of the fol-
lowing combinations of time and tempera-
ture: 

a. Test Method 1: 180 days at a temperature 
no lower than 18 °C. (64 °F.) 

b. Test Method 2: 28 days at a temperature 
no lower than 50 °C. (122 °F.) 

c. Test Method 3: 14 days at a temperature 
no lower than 60 °C. (140 °F.) 

3. Regardless of which test method is used, 
at least three sample containers shall be 
tested for each combination of hazardous 
material and size and design of container. 
Fill containers to rated capacity with the 
specific hazardous material (at the con-
centration to be transported) and close as for 
shipment. For the first and last 24 hours of 
storage under the selected test method, place 
the containers with closures downward, ex-
cept that containers fitted with a vent are so 
placed on each occasion for five minutes 
only. 

4. For testing under Test Method 2 or 3 in 
those instances where it is not practicable to 
use full size containers, smaller containers 
may be used. The small container shall be 
manufactured by the same process as the 
larger container (for example, using the 
same method of molding and processing tem-
peratures) and be made of identical resins, 
pigments and additives. 

5. Determine filled container weight or net 
weight of contents both before and after 
storage under the selected test method. Rate 
of permeation is determined from loss of haz-
ardous materials contents, during the con-
duct of the test, expressed as a percentage of 
the original weight. 

6. After storage under the selected test 
method, the container shall be drained, 
rinsed, filled to rated capacity with water 
and, with filled container at ambient tem-
perature, dropped from a height determined 
in accordance with § 178.603(e) of this sub-
chapter onto a rigid non-resilient, flat and 
horizontal surface. 

7. Each of the following constitute test 
failure: 

a. Visible evidence of permanent deforma-
tion due to vapor pressure build-up or col-
lapse of walls, deterioration, swelling, craz-
ing, cracking, excessive corrosion, 
oxidization, embrittlement, leakage, rupture 
or other defects likely to cause premature 
failure or a hazardous condition. 

b. For materials meeting the definition of 
a poison according to this subchapter, a rate 
of permeation in excess of 0.5% determined 
over the test period. For all other hazardous 
materials, a rate of permeation in excess of 
2.0% determined over the test period. 

[Amdt. 173–176, 49 FR 24691, June 14, 1984, as 
amended by Amdt. 173–224, 55 FR 52670 Dec. 
21, 1990; 56 FR 66279, Dec. 20, 1991; Amdt. 173– 
234, 58 FR 51533, Oct. 1, 1993; 66 FR 45379, Aug. 
28, 2001] 

APPENDIX C TO PART 173—PROCEDURE 
FOR BASE-LEVEL VIBRATION TESTING 

Base-level vibration testing shall be con-
ducted as follows: 

1. Three sample packagings, selected at 
random, must be filled and closed as for ship-
ment. A non-hazardous material may be used 
in place of the hazardous material if it has 
essentially the same physical characteris-
tics. 

2. The three packages must be placed on a 
vibrating platform that has a vertical dou-
ble-amplitude (peak-to-peak displacement) 
of one inch. The packages should be con-
strained horizontally to prevent them from 
falling off the platform, but must be left free 
to move vertically, bounce and rotate. 

3. The test must be performed continu-
ously for one hour at a frequency that causes 
each package to be raised from the vibrating 
platform to such a degree that a piece of ma-
terial of approximately 1.6 mm (0.063 inch) 
thickness (such as steel strapping or paper-
board) can be passed between the bottom of 
any package and the platform. 

4. Immediately following the period of vi-
bration, each package shall be removed from 
the platform, turned on its side and observed 
for any evidence of leakage. 

5. Rupture or leakage from any of the 
packages constitutes failure of the test. 

[Amdt. 173–224, 55 FR 52671, Dec. 21, 1990] 

APPENDIX D TO PART 173—TEST METH-
ODS FOR DYNAMITE (EXPLOSIVE, 
BLASTING, TYPE A) 

1. TEST METHOD D–1—LEAKAGE TEST 

A wooden stick, 114 mm (4.5 inches) long 
and 4.8 mm (0.2 inch) inch in diameter, with 
a sharpened end is used to punch 5 holes in 

VerDate Mar<15>2010 14:46 Dec 04, 2013 Jkt 229219 PO 00000 Frm 00749 Fmt 8010 Sfmt 8002 Q:\49\49V2.TXT ofr150 PsN: PC150


		Superintendent of Documents
	2014-03-05T11:53:40-0500
	US GPO, Washington, DC 20401
	Superintendent of Documents
	GPO attests that this document has not been altered since it was disseminated by GPO




