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this section, one test of each such fab-
rics shall be made every 10,000 yards or 
fraction thereof, or of the fabric con-
tained in one of every 5,000 of such arti-
cles of wearing apparel or fraction 
thereof, and these shall be deemed rea-
sonable and representative tests of 
such fabrics. 

(g) In the case of textile fabrics or 
textile fabrics contained in articles of 
wearing apparel having an appliqued, 
overstitched, or embroidered type of 
design of a loop, pile, nap, or tufted 
construction, tests shall be conducted 
according to paragraph (b) of this sec-
tion on each type of applique, over-
stitch, or embroidery. 

(h) If tests of any textile fabric made 
subsequent to the initial test show a 
burning time of another category, then 
such fabric shall be tested thereafter 
under the testing requirements of such 
changed time. 

(i) The application of this section, in-
sofar as it relates to the testing of 
plain surface textile fabrics or such 
fabrics contained in articles of wearing 
apparel weighing two ounces or more 
per square yard, shall be limited to fab-
rics made of fibers in use or capable of 
being used as of May 31, 1954. Such fab-
rics weighing two ounces or more per 
square yard made in whole or in part of 
fibers developed and used subsequent to 
May 31, 1954, shall be tested in accord-
ance with the testing requirements set 
out in paragraph (a)(2) of this section. 

§ 1611.38 Maintenance of records by 
those furnishing guaranties. 

(a) In order to properly administer 
and enforce section 8 of the act relat-
ing to guaranties, it is required that 
any person furnishing either a separate 
or continuing guaranty who has made 
the tests prescribed by the act and reg-
ulations shall keep and maintain 
records of such tests. The records to be 
maintained shall show: 

(1) The style or range number, fiber 
composition, construction and finish 
type of each textile fabric and each 
textile fabric (including those with a 
nitro-cellulose fiber, finish or coating) 
used or contained in an article of wear-
ing apparel covered by the guaranty, 
including a swatch of the fabric tested. 

(2) The stock or formula number, 
color, thickness and general descrip-

tion of each film or film used in an ar-
ticle of wearing apparel covered by the 
guaranty, including a sample of the 
film tested. 

(3) The results of the actual tests 
made on the textile fabric and film or 
the fabric and film used or contained in 
an article of wearing apparel. 

(b) Persons furnishing guaranties 
based upon class tests shall maintain 
records showing: 

(1) Identification of the class test. 
(2) Fiber composition, construction 

and finish type of the fabrics, or the 
fabrics used or contained in articles of 
wearing apparel so guaranteed. 

(3) A swatch of each class of fabrics 
guaranteed. 

(c) Persons furnishing guaranties 
based upon guaranties received by 
them shall maintain records showing: 

(1) The guaranty received and identi-
fication of the fabrics or fabrics con-
tained in articles of wearing apparel 
guaranteed in turn by them. 

(2) [Reserved] 
(d) The records referred to in this 

section shall be preserved for a period 
of three years from the date the tests 
were performed, or in the case of para-
graph (c) of this section the guaranties 
were furnished. 

(e) Any person furnishing a guaranty 
under section 8(a) of the act who ne-
glects or refuses to maintain and pre-
serve the records prescribed in this sec-
tion shall be deemed to have furnished 
a false guaranty under the provisions 
of section 8(b) of the act. 

§ 1611.39 Shipments under section 
11(c) of the act. 

(a) The invoice or other paper relat-
ing to the shipment or delivery for 
shipment in commerce of articles of 
wearing apparel or textile fabrics for 
the purpose of finishing or processing 
to render them not so highly flam-
mable as to be dangerous when worn by 
individuals, shall contain a statement 
disclosing such purpose. 

(b) An article of wearing apparel or 
textile fabric shall not be deemed to 
fall within the provisions of section 
11(c) of the act as being shipped or de-
livered for shipment in commerce for 
the purpose of finishing or processing 
to render such article of wearing ap-
parel or textile fabric not so highly 
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